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ABSTRACT:  
 

The performance of reinforced concrete structures in marine environments and in environments 

with high levels of carbon and sulphur oxides, and chloride environments which exist on roads and 

bridges where de-icing salts are used, are some of the major concerns for engineers today. Steel 

reinforcing not protected by thick concrete covers or protected by galvanising, epoxy coatings or 

any other coating, of which the long-term performance is sometimes doubtful, is susceptible to 

corrosion and thus, spalling of the concrete. 
 

Stainless steel offers an excellent alternative where reinforcing is subject to corrosion. Stainless 

steel has established itself as a corrosion resistant construction material, with a wide usage in many 

industries where the environmental aggressiveness is beyond any circumstances envisaged in 

construction. Even in the most severe construction applications stainless steel will equal or exceed 

the life of adjacent construction materials. The yield strength of stainless steel can be as high as 

835 MPa for prestressed applications and 700 MPa for reinforcing bar. 
 

In this paper the causes of concrete deterioration and the methods to detect concrete 

deterioration will be discussed. The performance of different corrosion control methods will be 

evaluated against each other. It is concluded in this study that the performance of stainless steel 

reinforcing bar is by far the best of the corrosion control methods. Although stainless steels are 

more expensive than any other materials in the short-term, it can be shown that stainless steels 

are more cost efficient over the life-cycle of the building. 
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TECHNICAL PAPER 

THE USE OF STAINLESS STEEL AS 
REINFORCING BAR 

By G J von den Berg 

ABSTRACT 

The performance of reinforced concrete structures in 
ma rine environments and in environments w ith high 
levels of carbon and sulphur oxides, and chloride 
envi ronments w hich exist on roads and bridges 
w here de-ic ing salts are used are some of the ma jor 
concerns for engineers today Steel reinforci ng not 
protected by thick concrete covers or protected by 
galvanising, epoxy coa tings or any other coating, of 
w hich the long term performance is sometimes doubt
ful, is susceptible to corrosion and thus spall ing of the 
concrete. 

Sta in less steels offer an excellent alternative w here 
reinforcing is sub jected to corrosion. Sta in less' steel 
has established itsel f as a corros ion resistant con
struction materia l, wi th a w ide usage in many indus
tr ies where the environmental aggreSSiveness is 
beyond any circumstances envisaged in construction. 
Even in the most severe construct ion applications 
stainless steel wi ll equal or exceed the li fe of ad jacent 
constructional materia ls. The yield strength of stainless 
steel can be as high as 835 M Pa for prestressed 
applications and 700 MPa for rein forcing bar 

In th is paper the causes of concrete deteriorati on and 
the methods to detect concrete deterioration w ill be 
d iscussed The performance of different corrosion 
control methods w ill be eva lu.ated agai nst each other. 
It is concluded in th is study that the performance of 
stai nless steel re inforcing bar is by fo r the best of the 
corrosion control methods. Although stainless steels 
are more expensive than any of the other materia ls in 
the short term , it can be shown that stai nless steels are 
more cost effic ient over the lifecycle of the bUild ing. 

INTRODUCTION 
I'; 

: -;1 

C racking and spoil ing of reinforced concrete due to 
the corroding of steel re inforcement is today one of 
the ma jor concerns for engineers in the failu re of rein
forced concrete to meet the design li fe of structu res. 
Th is problem is parti cularly in industria l and urban 
environments wi th high levels of carbon and sulphur 
oxides, in chloride environments w hich exist on roads 
and bridges w here de-icing salts are used and in 
marine locations 

Accord ing to a report by the Agricultural Department 
of the USP, 26% of the 468,095 ru ral bridges 
were classified as structura lly deficient and 20% w ere 
claSSified as functionally obsolete. The structura lly 
defic ient bridges were either closed ar restr icted to 
lighter vehicles only because of deteriorated structur
a l components The average age of a ll United Sta tes 
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rural bridges was found to be 36,6 years. The 
Nationa l Association of Counties reports in 0 survey 
that th ree quarters of a ll bridges need to be repa ired 
o r replaced at a cost of billi ons of dollars This report 
did not take into account the bridges under State or 
Federal lurisd ict ion 

Un protected rei nforcing steel can corrode in cer tain 
environm ents, because moisture and oxygen pene
tra te the concrete through crocks and pores This 
problem is accelerated in coastal areas by penetra 
tion of chloride ions from the mari ne environmen t. The 
ult imate effect of th is penetra tion of moistu re and chlo
ride ions is co rros ion of the rei nforcing bar and th us 
spoiling of the concrete. 

In 1984 it was reported by the Federal Highway 
Authori ty,8, 10 in the United States that it has on record 
more than 160 000 bridges in distress due to the cor 
rosion of rei nforcing bars. Th is lead to large sca le 
research into the methods of protecti on for new, refu r
bished and existing bridges. Among the techniques 
tried is the use of sta inless steel os reinforcing bar. 

A number of corros ion control methods and materials 
have been suggested and applied in d iffe re nt corro
sion situations. These methods a re corros ion in hi bitors 
in the concrete, galvan ising, epoxy powder coating, 
cathodic protection of the steel and coating of the 
cOflcrete . 

CAUSES OF CONCRETE DETERIORATION 

It is reported 15.17 that reinforced concrete framed 
structures located along the Arabian Gulf seaboard 
show alarm ing degrees of concrete deteriora tion 
wi thin a short span of 15 years. The two mai n caus
es of the concrete deterioration were found to be cor
rosion of reinforcing steel and expansive cracking 
due to sulphate attack. 

The ma in causes for deterioration of concrete struc
tures exposed to environmenta l cond itions are in gen
era l attribu table to corros ion of re inforcement, sul
phate attack and sa lt weathering, early age crack 
ing , cracki ng due to thermal g rad ients and crocking 
due to aggregate-cement reactivity. The Single most 
domag ing phenomenon of concrete deteriora ti on is 
the corrosion of the steel reinforcement accompanied 
by the resulting spoiling of the concrete 

Other factors that accelerate the deterioration of con
crete structu res are environmental condi tions whi ch 
are characterized by high temperatures and humidi
ties combined with severe g round and ambient sal in
ity. H igh ambient temperatures also accelerate the 
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chemical attack and thus the physical deterioration of 
the concrete. 

In coastal areas concrete structures are continually 
exposed to frequent and pers istent winds charged with 
sea water and sea salts. These waters and sa lts pene
trate the concrete to cause corrosion of the steel rein
forcement and thus spoiling of the concrete. The ground, 
water and atmosphere in these coestal areas are heavi
ly contaminated wi th chloride and sulphate salts . 

Al though the abave mentioned factors are the mai n 
causes for deterioration of concrete, evidence was 
also found that aggregate instabi li ty and cement 
agg regate reaction were further causes for some 
cases of concrete deterioration. 

Some of the minor causes or forerunner and feeder to 
other modes of disintegration and deterioration of con
crete are early-age cracking due to plastic shrinkage, 
early thermal movements and subsidence stresses . These 
conditions facil itate the ingress of moisture, sa lts and sul
phates into the concrete and to the steel reinforcement. 

One of the major causes for concrete deterioration is 
concrete spoiling due to inadequate cover to the steel 
reinforcement1? No cover or cover less than 10 mm 
was found in many structures . Many ot these prob
lems can be attributed to inadequate spec ifications, 
poor construction practices and poor supervision. 

Surface mortar deterioration is caused by salt weath
eri ng and sulphate attack on vertica l surfaces. The 
sulphate attack due to the reaction of calcium, mag
nesium and alkali sulphates w ith certa in hydration 
products, results in a volume increase of more than 
twice the origina l volume and thus causing expan
sive cracking. The concrete is gradually reduced to a 
soft mush or to a non-cohesive granular mass which 
can be of considerable depth. 

DETECTION OF DETERIORATED CONCRETE 

It is always difficult to detect inCipient spoils in wa lls 
w here there is a fractured plane. One way to detect 
incipient spa lls is to strike the concrete with a hammer 
or steel ob ject. A hollow sound will emit which will 
clearly indicate the position of the spoiled area. A 
modern method to detect the corrosion potentia l in 
reinforced concrete is the use of an electropotential 
technique where early corrosion can be located. 

A long horizontal running crack along the plane of 
steel rei nforcement is a sign of the beginning of a 
developing spal l. The mechanica l pressure exerted 
by the expanding volume of the corroding steel caus
es expansive cracking near these cracks. This w ill 
eventually lead to the creation of a fractured plane 
and then a spal l. 

CORROSION CONTROL METHODS FOR 
STEEL REINFORCEMENT 

Galvanizing is one of the most popu lar methods to 
protect rei nforcing steel in concrete exposed to 
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. marine environments. O ther metal lic coatings such as 
nickel, " Iead and cadmium are a lso being consid
ered. Metallic coa tings must have certain character
istics to be used3 It must be anodic to steel, its rate 
of self-corrosion must be a minimum, its electrochem
ical rest potentia l must remain almost constant and it 
must polarize anodical ly in the presence of uncont
aminated moisture in equilibrium wi th concrete. 

High-strength concrete can be used to increase the 
durability of concrete and to limit the corros ion of 
steet reinforcement. High-strength concrete has low 
permeabi lity and penetration of chloride ions is thus 
reduced. 

Adequate cover plays an importa nt role in the pro
tection of steel re inforcing. In field studies on rein
forced concrete structures in the M iddle East 15 it was 
found that optimum protection was found with a 
cover of approximately 32 mm to the steel reinforce
ment. No significant improvement was indicated for 
covers greater than 32 mm. 

In a study by Rasheeduzzufar et 0116 on the corros ion 
performance of different types of steels and coatings 
it was concluded that galvan ized and epoxy coated 
steels do delay the onset of corrosion te some extent 
but that the lang term performance of these coatings 
is far from adequate. It was also concluded in this 
study that stain less steel reinforc ing bars showed no 
sign of corrosion for even very high chloride levels. 

STAINLESS STEEL REINFORCEMENT 

Sta inless steels offer an excellent a lternative where 
re inforcing is subject to corrosion. Stai nless steel has 
established itself as a corrosion res istant construction 
material, with a wide usage in many industries where 
the environmenta l agg ressiveness is beyond any cir
cumstances envisaged in construction . Even in the 
most severe construction applications stainless steel 
w ill equal or exceed the life of adjacent construc
tional materials. The yield strength of stainless steel 
can be as high as 835 M Pa for prestressed appli
cations and 700 M Pa for reinforcing bar. 

CLASSIFICATION OF STAINLESS STEELS 

A wide range of sta in less steels, which are iron 
based alloys contai ning at least 1 1 % chromium with 
an upper lim it of 30% for practica l considerations, 
are utilized, especially for their resistance to corro
sion, in a w ide range of environments. Chromium is 
not the only alloying element w hich is used to pro
duce the different types and grades of sta in less steels . 
To enhance the corrosion resistance, and to resist 
more aggressive corrosion conditions, the chrom ium 
contents are increased and addi tional alloying ele
ments are added, mainly nickel and molybdenum. 
Other elements, such as carbon, manganese, silicon, 
copper, titanium, niobium, nitrogen, sulphur, seleni
um and alum in ium may also be used, not only to 
increase the corrosion resistance and heat resistance 
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Figure 1: Stress Strain 
Curves for Stainless Steel 
Type 304 

but a lso to in fluence the crystal structure, the mecha n
ica l properties and hence the formability, machin
abili ty and weldability20,21 

The class ifica tion of the different types of stainless 
steels is based on the crysta l structure which is devel
oped w ithin the steel , due to both the chemica l com
posi tion and thermal treatment. Al though stoinless 
steels are class ified into austenitic, ferri tic, ma rtensitic, 
duplex and precipitation hardening stainless steels, 
only the fi rst two wil l be discussed as they are the two 
which can commonly be used as reinforcing bar in 
concrete . 

Austenitic Stainless Steels 

The America n Iron and Steel Institute (AISI) Type 200-
ond 300-series are austen it ic stainless steels. The two 
types that are used in re inforced concrete are AISI 
Type 304 and 316. The formation and stabil isation 
of the austenitic crystal structu re , over a wide range 
of ch romium contents and temperatures, are promot
ed by the amount of nickel (6 - 20%) in the austenitic 
stain less steels. In the 200-series some of the nickel is 
replaced by manganese in the ratio of two parts of 
manganese for each part of nickel The austeni tic 
stain less steels have a high level of corrosion resis

tance in a wide variety of aggress ive conditions, as 
well as a good high temperature strength, a high 
resistance agoinst scaling at high temperatures and 
excellent toughness and ductility down to very low 
(cryogenic) temperatures . 

Stain less steel Type 304 is commonly avai lable and 
is used in a wide range of applications Although 
stainless steel Type 304 is less corrosion resistant than 
Type 316, it has a w ider field of application as it is 
more price competitive. Stain less steel Type 304 has 
a corrosion resistance in industrial areas where there 
is a combination of moisture , carbonaceous and 
other pollu tants. 

Ferritic Stainless Steels 

Some of the AISI Type 400-se'ries are ferritic sta inless 

steels Type 3CR 12 corrosic:r) resist ing steel, a 12% 
chromium steel, is a modified AISI Type 409 steel, 
developed by the specialty steel producing compa
ny, Columbus Stainless, to overcome the weldabili ty 
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problems of pla in chromium ferr itic stainless steels . 
Type 3CR 12 steel has sufficient chromium to impact 
a useful, cost effective level of corrosion res istance. 
Further development of these steels as rein forc ing bar 
is necessary to enable the engineer to use these steels 
with confidence. 

MECHANICAL PROPERTIES 

The mechanica l properties of Type 304 sta inless steel 
and Type 3CR 1 2 corrosion resisting steel have been 
established at the Rand Afrikaans University by uni
axia l tensile and compress ion tests These tests were 
carried out in accordance with the procedures out
li ned by the ASTM Standard A370 - 772, BS 185 

and by a method described by Parks 12 for compres
sion tests. The mechanical properties of these two 
steels are given in Table 1 and in Figures 1 and 2 

Type 304 and 316 stainless steels are the two stain
less steels tha t are readily avai lable on the market. 
Type 405 and 430 stainless steels are ferrit ic stain
less steels that are not read ily available and which 
are not that corrosion res ista nt in high chloride envi
ronments 4 The mechanical properties of Type 304 
and 3 16 stainless steels are given in Table 2 as 
given by data sheets of th e producers. 18,24 It is not 
stated whether these mechan ica l properties are for 
tension or compression The mechanical properties 
may vary with the thickness of the materiol 

TABLE 1. EXPERIMENTAL MECHANICAL 
PROPERTIES.OF CERTAIN STAINLESS STEELS 

PROPERTY 
TYPE 304 

LT LC 

, Eo (GPA) 195,4 196,6 

Fy (MPa) 704,9 415,3 

Fp (MPa) 444,3 172,2 

Fu (MPa) 844,3 

Elongation (%) 40,0 

LC - Long itudinal CompreSSion 

LT - Longitudi na l Tension 

Eo - In itial Elost ic Modulus 

F y - Yield Strength 

F p - Propartional limit 

F u - Ultimote Strength 

TYPE 3CR12 

LT LC 

188,8 218,6 

668,9 707,0 

298,0 307,0 

841 ,0 

18,3 

TABLE 2. MECHANICAL PROPERTIES OF 
CERTAIN STAINLESS STEELS 

TYPE 304 TYPE 316 
PROPERTY 

LT LT 

Yeild Strength F y (MPa) 684 828 

Ultimate Strength F ulMPa) 916 928 

Elongation (%) 23 20 
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COMPARISON OF CRACK WIDTHS 

In a recent study 13.14 a comparison of crock widths 
was mode between beams reinforced with high 
yield strength carbon steel and Type 304 stainless 
steel reinforcing bar The test beams were looded in 
a four point load configuration to facilitate a region 
of constant bending moment. Crack widths were 
measured in this reg ion of constant moment. 

The experimental cra~k widths were compared with 
two thearetica l crock width equations that are used 
by BS81 106 and ACI 31 8M-89 1.9 design specifi
cations. A detailed discussion of the experimental 
procedure and the application of the above men
tioned equations can be referred to in Reference 1 3. 

A comparison of the crack widths between the 
beams reinfarced with high yield strength carbon 
steel and Type 304 stainless steel reinforcing bar is 
given in Figures 3 and 4. A comparison is also mode 
of the experimental crock widths and the two theo
retical crock width equations. 

It can be seen from Figures 3 and 4 that the experi
mental crock widths for the high yield strength carbon 
STeel and Type 304 stainless steel correspond well 
with the theoretical design equations except for stain
less steel above the proportional limit which is in the 
region of 0,01 % strain. Above the proportional lim it 
the beam reinforced with stainless steel shows on 
increase in crock width This is to be expected 
because stainless steels show gradual yielding 
behaviour. In the ine lastic region the stress is no 

longer proportional to the strain. In comparison to 
carbon steel on increase in strain is experienced in 
this region resu lting in larger crock widths. 

LIFE STYLE COSTING 

The concept of life cycle costing is nothing new and 
has been used in the plann ing of the reliability and 
maintenance of complicated engineer ing systems in 
milita ry defence, airlines, railways, offshore plat
forms, nuclear power stations and many other types 
of structures22 The application of the life cycle cost 
can be taken from the extremely basic, the arith mic 
ca lcu lation of original cost of var ious options against 
the likely replacement cost and frequency over the 
antic ipated life of the installation, to the extremely 
complex" involving ma intenance cost, loss of produc
tion during downtime, financia l incentives and calcu
lation of future costs . 

The life cycle costing analysis used in the marketing 
of sta in less steel is based on comparing sta inless 
steels with other materials. It is convenient and eff i

cient to use a computer program, particularly when 
many different alternatives and consequences are 
considered. A computer program to evaluate the li fe 
cycle cost of a structure has been developed at the 
Rand Afrikaans University and has been used with 
success in ternationally. 11.23 
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When doing a life cycle cost of a structure it is impor
ta nt and critical to put values on the fol lowing The 
risk if the structure- foi ls, the cost of down time if the 
structure fo ils or has to be replaced, the difficulty of 
access for maintenance once insta lled and the likeli
hood of success'fiJl in situ maintenance be ing 
achieved. In a study where Type 3CR 12 was used 
as on alternative in structural appl ications 19 it was 
ludged in all the instances that the costs of mainte
nance and/or replacement were lower than tha t of 
other materia ls over the life of the structure. 

CONCLUSIONS 

Cracking and spoiling of reinforced concrete due to 
corrod ing reinforcement is today one of the major 
concerns for engineers The mechanica l properties of 
stainless steels are such that less steel can be used in 
reinfarced concrete structures leading to a smaller dif
ference in the increased costs of sta i n less steel. 
S(ainless steel should be consider~d as on a lternative 
to galvanized, epoxy coated or other method of coat
ing, of which the long term performance is sometimes 
doubtful. 

Because stain less steels show gradually yield ing 
beh6viour it is expected that concrete structures re in
for.ce'd with sta inless steel reinforci ng bar wi ll lead to 
I Qr~e r crock widths This is not serious for most struc
tures in moderate to mildly severe conditions. Where 
conditions are severe the righ t stain less steel should 
be chosen for the specific condition. 
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The li fe cycle costing method should be used more 
Widely as a management tool to evaluate the true 
cost effectiveness of stainless steels in a wider variety 
of structural applications. When evaluating th e li fe 
cycle cost of a structure it can be shown tha t by using 
stainless steel reinforcing bar as an a lternative the 
structure w ill be more economical. 
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